NMont Blanc )

Stone Mosaic

N

1 Color | 1/4" Thickness | 1/16" Grout Joint

[ ] 12" x 12" (Sheet Size)

WStocked In The USA @ Mosaic & Trim Sizes Below

1335_1021 Featured: Mont Blanc Herringbone

Details Test Method Results Packing Pcs/Box SF/Box Lbs/Box
We are able to produce different patterns and Water Absorption GB/T19766 < 0.50% 12x12 20pc 20.00 SF 52.00 Lbs
thicknesses, as well as change to different stone. Compressive Strength GB/T 19766 > 50 MPa
Please contact us for ideas and questions. Dry/Wet Strength GB/T19766 > 7 MPa

; 3
Stocked In The USA | 2"x 6" Brick and Blg”( D,enSIty . GB/T 13766 >2.3 g/cm3
1"x 3" Herringbone | Stocked in a 4mm only A r§5|on Res'Stance GB/T 19766 >10 1/cm

Radionuclides GB/T 19766 0.02/0.01

We suggest selecting a grout color closest to tile (Internal/External)
selection color.
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Herringbone Hex 2 Picket Texture H Pattern Brick ; Polished
(1"x3" Chip Size) (2" Chip Size) (2"x4" Chip Size) (3"x6" Chip Size) (2"x4" Chip Size) (2"x6" Chip Size) Commercial olishe

*Stocked In 4mm Only *Stocked

4.

Chevron (3" Chip Size) Half Hex (2" Chip Size) Box (3" Chip Size)



